
 Viscosity at 1% solution, mPa.s 3400 - 5500 4600______________________________________________________________________________
 Moisture content as packed, % 0.0 - 5.0 2.9______________________________________________________________________________
 pH of solution 6.0 - 8.5 7.0______________________________________________________________________________
 Date of Manufacture April 24, 2024______________________________________________________________________________
 Next Retest Date April 24, 2026______________________________________________________________________________
 Shipped Quantity 240.000  BAG______________________________________________________________________________
Notes:

Batch: NNN-0685

 NATROSOL 250HHBR BAG 25KG
 Natrosol(TM) 250HHBR Hydroxyethylcellulose
 Ashland Material Number: 762748

Certificate of Analysis
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